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Date : April 27, 2010
CLIENT: MOTEDO CO., LTD.
CARGO: SENTRA BATON
DATE OF APPLICATION: April 20, 2010
DATE OF TEST: April 20, 2010~April 27, 2010
TEST METHOD: Bending Test
NOTE: The information mentioned in the above section is provided by testing
(Exclude tested date)
TEST RESULTS :
TEST SAMPLE Bending Load
kef
SENTRA BATON 1088
*Span Length : 97mm
. \ L t(m
The value of required specifications are for reference only. Signed for and §n behaltof
Conformity judgement is the Applicant's final verdict. SGS TAIW. Ltd

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of
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This Test .Reg)od is issued by the Company under its General Conditions of Service printed overieaf or available on request and accessible at m%ﬂmmmﬂﬂmuﬂ_d_cgndﬂ ions.htm._
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the
Company's findings at the time of its intervention onlly and within the limits of Client’s instructions, if any. The Company's sole responsibility is to its Client and this document does not
exonerate parties to a transaction from exercising all their rights and obligations under the transaction ‘documents. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. TWA 2 1 3 6 5 0 2
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